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Measured Nominal Difference
Flatness of bottom 0.192 0.050
Flatness of recess 0.197 0.050
Depth of recess 0.034 0.100 -0.066
Thickness (average)

Bottom Edge (average) -0.006
Right Edge 50.008
Top Edge 41.920
Left Edge -0.003
Length 50.011 50.000 0.011
Width 41.926 41.900 0.026

Top Notch Depth 1.927 2.000 -0.073
Top Notch Length 4.945 5.000 -0.055
Top Notch Center 24.993 25.000 -0.008
Bottom Notch Depth 2.026 2.000 0.026
Bottom Notch Length 4.927 5.000 -0.073
Bottom Notch Center 24.985 25.000 -0.015



Measured Nominal Difference
Flatness of bottom 0.211 0.050
Flatness of recess 0.216 0.050
Depth of recess 0.032 0.100 -0.068
Thickness (average)

Bottom Edge (average) 0.022
Right Edge 50.065
Top Edge 41.952
Left Edge 0.012
Length 50.053 50.000 0.053
Width 41.930 41.900 0.030

Top Notch Depth 1.979 2.000 -0.021
Top Notch Length 4.930 5.000 -0.070
Top Notch Center 25.017 25.000 0.017
Bottom Notch Depth 1.959 2.000 -0.041
Bottom Notch Length 4.916 5.000 -0.084
Bottom Notch Center 24.976 25.000 -0.024



Measured Nominal Difference
Flatness of bottom 0.183 0.050
Flatness of recess 0.196 0.050
Depth of recess 0.034 0.100 -0.066
Thickness (average)

Bottom Edge (average) -0.006
Right Edge 50.011
Top Edge 41.911
Left Edge 0.001
Length 50.010 50.000 0.010
Width 41.917 41.900 0.017

Top Notch Depth 1.922 2.000 -0.078
Top Notch Length 4.950 5.000 -0.050
Top Notch Center 25.013 25.000 0.013
Bottom Notch Depth 2.025 2.000 0.025
Bottom Notch Length 4.950 5.000 -0.050
Bottom Notch Center 25.010 25.000 0.010



Measured Nominal Difference
Flatness of bottom 0.166 0.050
Flatness of recess 0.183 0.050
Depth of recess 0.034 0.100 -0.066
Thickness (average)

Bottom Edge (average) -0.001
Right Edge 50.012
Top Edge 41.904
Left Edge 0.001
Length 50.011 50.000 0.011
Width 41.905 41.900 0.005

Top Notch Depth 1.930 2.000 -0.070
Top Notch Length 4.940 5.000 -0.060
Top Notch Center 25.016 25.000 0.016
Bottom Notch Depth 2.004 2.000 0.003
Bottom Notch Length 4.946 5.000 -0.054
Bottom Notch Center 25.009 25.000 0.009



Measured Nominal Difference
Flatness of bottom 0.187 0.050
Flatness of recess 0.184 0.050
Depth of recess 0.037 0.100 -0.063
Thickness (average)

Bottom Edge (average) -0.004
Right Edge 50.015
Top Edge 41.907
Left Edge 0.007
Length 50.008 50.000 0.008
Width 41.911 41.900 0.011

Top Notch Depth 1.912 2.000 -0.089
Top Notch Length 4.935 5.000 -0.065
Top Notch Center 25.027 25.000 0.026
Bottom Notch Depth 2.023 2.000 0.023
Bottom Notch Length 4.945 5.000 -0.055
Bottom Notch Center 25.007 25.000 0.006



Measured Nominal Difference
Flatness of bottom 0.175 0.050
Flatness of recess 0.184 0.050
Depth of recess 0.042 0.100 -0.058
Thickness (average)

Bottom Edge (average) -0.005
Right Edge 50.013
Top Edge 41.910
Left Edge 0.011
Length 50.002 50.000 0.002
Width 41.915 41.900 0.015

Top Notch Depth 1.913 2.000 -0.087
Top Notch Length 4.944 5.000 -0.056
Top Notch Center 25.021 25.000 0.021
Bottom Notch Depth 2.027 2.000 0.027
Bottom Notch Length 4.951 5.000 -0.049
Bottom Notch Center 24.998 25.000 -0.003



Measured Nominal Difference
Flatness of bottom 0.213 0.050
Flatness of recess 0.225 0.050
Depth of recess 0.033 0.100 -0.067
Thickness (average)

Bottom Edge (average) -0.009
Right Edge 50.000
Top Edge 41.915
Left Edge -0.005
Length 50.005 50.000 0.005
Width 41.924 41.900 0.024

Top Notch Depth 1.952 2.000 -0.048
Top Notch Length 4.941 5.000 -0.059
Top Notch Center 24.969 25.000 -0.032
Bottom Notch Depth 1.998 2.000 -0.002
Bottom Notch Length 4.949 5.000 -0.051
Bottom Notch Center 24.982 25.000 -0.018



Measured Nominal Difference
Flatness of bottom 0.173 0.050
Flatness of recess 0.185 0.050
Depth of recess 0.038 0.100 -0.062
Thickness (average)

Bottom Edge (average) -0.004
Right Edge 50.017
Top Edge 41.916
Left Edge 0.009
Length 50.008 50.000 0.008
Width 41.920 41.900 0.020

Top Notch Depth 1.932 2.000 -0.069
Top Notch Length 4.949 5.000 -0.051
Top Notch Center 25.018 25.000 0.017
Bottom Notch Depth 2.022 2.000 0.022
Bottom Notch Length 4.949 5.000 -0.051
Bottom Notch Center 25.009 25.000 0.008



Measured Nominal Difference
Flatness of bottom 0.184 0.050
Flatness of recess 0.191 0.050
Depth of recess 0.035 0.100 -0.065
Thickness (average)

Bottom Edge (average) -0.004
Right Edge 50.021
Top Edge 41.915
Left Edge 0.007
Length 50.014 50.000 0.014
Width 41.919 41.900 0.019

Top Notch Depth 1.910 2.000 -0.090
Top Notch Length 4.941 5.000 -0.059
Top Notch Center 25.022 25.000 0.021
Bottom Notch Depth 2.034 2.000 0.034
Bottom Notch Length 4.950 5.000 -0.050
Bottom Notch Center 25.017 25.000 0.017



Measured Nominal Difference
Flatness of bottom 0.174 0.050
Flatness of recess 0.195 0.050
Depth of recess 0.039 0.100 -0.061
Thickness (average)

Bottom Edge (average) -0.007
Right Edge 49.998
Top Edge 41.918
Left Edge -0.008
Length 50.006 50.000 0.006
Width 41.925 41.900 0.025

Top Notch Depth 1.920 2.000 -0.080
Top Notch Length 4.937 5.000 -0.063
Top Notch Center 24.996 25.000 -0.005
Bottom Notch Depth 2.032 2.000 0.032
Bottom Notch Length 4.949 5.000 -0.051
Bottom Notch Center 25.005 25.000 0.005
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